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             0.5 % Oil Content 

 
 

No Specification Results Test Method 

1 Oil content 0.5% ASTM D-721 

2 Flash point Minimum 220˚C ASTM D-92 

3 Melting Point 58 ˚C ASTM D-87 

4 Color (Lovibond) 0.1 Y IP 17 

5 
Kinematic Viscosity @ 100 

˚C 
4-5 cSt ASTM D-445 

6 Congealing point 56 ˚C ASTM D-938 

7 Needle Penetration 14 (0.1mm) ASTM D-1321 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Specification of Fully Refined Paraffin Wax 


